POCE RoHS

FPOCE Techanlagy

Det erm nati on of Hazardous Substances

TEST REPORT

Report No. . POCE15020224JRR

Appl i cant . Genbird Electronics Ltd.

Addr ess Bui | di ng B, Shi Feng Industry District, Huani ng Road,
DaLang Street, LongHua District, Shenzhen, China

Product s . HDM Cable

Model / P. O NO. . CC-HDM - xxx, CC-HDM 4-xxx, CCP-HDM 4-xxx, CC-HDM 4X - XXX

Brand Nane . GEMBI RD

Country of

Desti nati on . Europe

The total Lead, Cadmum Mercury, Hexavalent Chrom um
Overall Comment: Pol ybromni nated Bi phenyl s and Pol ybrom nat ed Di phenyl et hers

inthe subnitted sanpl es conply with t he requirenment of RoHS

Directive 2011/65/EU, and its anendnent directives.

| ssue Date : Feb. 06, 2015

Si gned for and on behal f of
Shenzhen PCOCE Technol ogy Co., Ltd.

ﬂl[ﬂm Chont

Cal vin Chen, Senior Mnager

The results shown in this Test Report refer only to the sanple(s) tested unl ess ot herw se st at ed.
This Test Report is issued by the conpany subject to its General Conditions of service printed
overleaf. This Test Report shall not be reproduced except in full, without witten approval of
t he conpany.

Prepared By:
Shenzhen PCCE Technol ogy Co., Ltd.

H Bui | di ng, Hongfa science and Technol ogy Park, Tangtou, Shiyan, Bao’an District, Shenzhen, China



CONSOLIDATED TEST DATA REPORT

DATA CONCLUSI ON:
Lead (Pb)

Cadmi um ( Cd)
Mercury (Hg)

Hexaval ent Chrom um ( Cr 6+)
Pol ybr om nat ed Bi phenyl s ( PBBs)
Pol ybr om nat ed Di phenyl et hers ( PBDES)

NUMBER: POCE15020224JRR

Parts /
No. mat eri al
name

Test Sanpl e

Test

Conmp
any

Report No. &
Test Tine

1 ABS

Bl ack plastic

SGS

GZ1007087721/ CHEM
2010. 08. 02

2 Connect or

VWite plastic

Slivery matel pin

I NTER
TEK

SZH)227166
2008. 03. 29

Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D.

Pb: 180
Hg: N. D.
Cd: N. D.
Cr(V1):N D.

3 | Sol der paste

Sol der paste

SGS

CANEC0903382601
2009. 07. 02

Pb: 66
Hg: N. D.
Cd: N. D.
Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D,

4 Copper pin

Brassy netal

SGS

CANEC0800681101
2008. 03. 11

Pb: 10
Hg: N. D
Cd: N. D.

O (V):N.D.

5 Alunjnium
foil

Silvery foi

SGS

CANEC0800938901
2008. 03. 19

Pb: N. D.
Hg: N. D.
Cd: N. D.

o (M):N.D.

6 Var ni sh

Var ni sh

CIT

CTT1101090
2011.01. 14

Pb: N. D.
Hg: N. D.
Cd: N. D.
Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D,

Bl ack plastic

SGS

GZ1007083257/ CHEM
2010. 07. 26

Pb: N. D.
Hg: N. D.
Cd: N. D.
Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D,
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CONSOLIDATED TEST DATA REPORT

NUMVBER:

POCE15020224JRR

Parts /
No. mat eri al
nane

Test Sanpl e

Test

Conp
any

Report No. &
Test Tine

PVC
8 El ectronics
l'i ne

Yel | ow
pl astic(jacket)

G een
pl astic(jacket)

Bl ue
pl astic(jacket)

Por pl e
pl astic(jacket)

G ey
pl astic(jacket)

VWi te
pl astic(jacket)

Bl ack
pl astic(jacket)

Copper - col ored
metal wire

Silvery nmnetal

SGS

CANEC0803330601
2008. 06. 30

Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D.

Pb: N. D.

Hg: N. D.

Cd: N. D.
Cr(VI):N. D.
PBBs: N. D.
PBDEs: N. D.

Pb: N. D.

Hg: N. D.

Cd: N. D.
Cr(VI): N D.
PBBs: N. D.
PBDEs: N. D.

Pb: N. D.

Hg: N. D.

Cd: N. D.
Cr(VI):N. D.
PBBs: N. D.
PBDEs: N. D.

Pb: N. D.

Hg: N. D.

Cd: N. D.
Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D.

Pb: N. D.

Hg: N. D.

Cd: N. D.
Cr(VI):N. D
PBBs: N. D.
PBDEs: N. D.

Pb: 18

Hg: N. D.

Cd: N. D.
Cr(V1):N D.

Pb: 20

Hg: N. D.

Cd: N. D.
Cr(V1):N D
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CONSOLIDATED TEST DATA REPORT NUVBER: POCE15020224JRR

Parts / Test
No. mat eri al Test Sanpl e Conp R_?_gg[t_r:\loné& Te?t gta
nane any bp
Pb: N. D.
Hg: N. D.
Silica CANEC0804349501 | Cd: N. D.
SGs
9 | rubber wrap Bl ack part 2008. 08. 12 o (V)N D.
PBBs: N. D.
PBDEs: N. D
Pb: N D
Hg: N.D.
. . . . SZR0805132159C | Cd: N. D.
CTI
101 white oil Wite ol 2008. 05. 17 o (M):N.D.
PBBs: N. D.
PBDEs: N. D.
Not es:

(1) N. D. = Not detected (<MDL)
(2) MDL=Met hod Detection Linmt

(3) ppm = g/ kg
(4) “-* = Not applicable
(5) “<” = |ess than

(6) N. D. =absence of CrVI coating
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CONSOLIDATED TEST DATA REPORT NUMBER: POCE15020224JRR

PRODUCT PHOTOGRAPHS:
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Fig 2
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